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ABSTRAK
Penelitian ini bertujuan untuk mengetahui kemampuan daya serap arang aktif
tongkol jagung sebagai media adsorpsi logam Pb pada sampel air lindih TPA
Talumelito. Diawali dengan tahapan pembuatan arang pada proses karbonasi
menggunakan furnace pada suhu 500°C, dilakukan proses pengerusan pada arang
selanjutnya dilakukan aktivasi menggunakan HCI 0,1 M. Tahapan metode yang
digunakan dalam karakterisasi arang aktifmeliputi uji kadar air, uji kadar abu, uji
daya serap iodium dan uji morfologi menggunakan metode SEM. Selanjutnya
tahapan aplikasi pada larutan Pb dan air lindi menggunakan metode adsorpsi AAS
untuk mengetahui kapasitas adsorpsi. Hasil penelitian menunjukan bahwa
didapatkan uji kadar air dengannilai rata-rata 3,757%, uji kadar abu dengan nilai
rata-rata 0,219%, uji daya serap iodium dengan nilai rata-rata 1,015.44 mg/g. Pada
tahap aplikasi menunjukan vbahwa uji daya serap arang aktif pada larutan
Pb(NOs)2 memiliki kapasitas adsorpsi sebesar 0,264 mg/g dan uji daya serap
arang aktif pada sampel air lindi memiliki kapasitas adsorpsi sebesar 0,028 mg/g.
Hal ini membuktikan bahwa waktu perendaman berpengaruh terhadap daya

adsorpsi suatu arang aktif.

Kata Kunci: Arang Aktif, Adsorpsi, Logam Pb, TongkolJagung, Tempat Pembuangan
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ABSTRACT

This study aims to detenmine the absorption capacity of comcob-activated
charcoal as a medium for Pb metal absorption in leachate samples from the
Talumelito landfill. It is started with the stages of making charcoul in the
carbonalion process using a furnace al a temperature of 5000C. and the grinding
process is carried out on the charcoal then activated using 0.1 M HCL The method
steps utilized i the characterization of activated charcoal included waler content
test, ash content test, iodine absorption test. and morphology test using SEM
method. The next step is the application of Pb and leachate solutions using the
AAS adsorption method o detenmine the adsorption capacity, The results showed
that the water content test was obtained with an average value of 3,.757%, the ash
content test with an average value of 0219%, the iodine absorption test with an
average value of 1LOIS 44 mg/y. At the application stage, the test showed that the
absorption capacity of the active machete on PhNO . )+ solutige il on adsorption
capacity of 0.264 mg/g. and the test on the absorpng,
machete on leachate samples had an adsorption capgef
proves that the immersion time aflects the adsorptic
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